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SHENZHEN FENG HE XIN NEW MATERIAL TECHNOLOGY CO.,LTD .Client Name :

NO40#,JIANLONG,HENGGANG,LONGGANG,SHENZHEN,CHINA.

.

Client Address :

PBT Tapered  Fibre .Sample Name :

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : CP23-011072 - SZ .

Date of Sample Received : . 14 Mar 2023.

Testing Period : . 14 Mar 2023 - 27 Mar 2023 .

Test Requested : . Selected test(s) as requested by the client. .

Test Method(s) : . Please refer to next page(s). .

Test Result(s) : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

FDA 21 CFR 177.1660– Total extractive residues .. See Results.

. .Approved Signatory .

Kim Cai.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Result(s) : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. CAN23-036196.001 PBT.Colorless transparent material .

FDA 21 CFR 177.1660– Total extractive residues.

Test Method : . With reference to US FDA 21 CFR 177.1660. .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001 .

Distilled Water .. 2hr(s).. 250℉.. 0.08mg/inch². <0.02mg/inch² .. .

n-Heptane.. 2hr(s).. 150℉.. 0.02mg/inch². <0.02mg/inch² .. .

3% acetic acid .. 2hr(s).. 212℉.. 0.04mg/inch². <0.02mg/inch² .. .

50% Ethanol .. 2hr(s).. 150℉.. 0.02mg/inch². <0.02mg/inch² .. .

Notes :.

1.mg/sq.in= milligram per square inch

2.The reported result is for reference only. .

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .
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Sample photo: .

CANEC2303619601

CAN23-036196.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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